
材质 板厚 铜厚 是否无卤 TG值

FR-4 0.127 1/1 有卤 TG170

FR-4 0.610 1/1 有卤 TG150

FR-4 1.2 H/H 有卤 TG150

FR-4 0.457 H/H 有卤 TG150

FR-4 1.1 H/H 有卤 TG150

FR-4 0.610 H/H 有卤 TG150

FR-4 0.102 H/H 有卤 TG150

FR-4 1.2 1/1 有卤 TG170

FR-4 0.711 1/1 有卤 TG170

FR-4 1.0 H/H 有卤 TG150

FR-4 0.305 1/1 有卤 TG150

FR-4 0.102 1/1 有卤 TG170

FR-4 0.356 1/1 有卤 TG150

FR-4 0.711 H/H 有卤 TG150

FR-4 0.711 1/1 有卤 TG150

FR-4 1.5 1/1 有卤 TG150

FR-4 0.203 1/1 有卤 TG150

FR-4 0.254 1/1 有卤 TG150

FR-4 0.9 H/H 有卤 TG140

FR-4 0.457 1/1 有卤 TG150

FR-4 0.660 2/2 有卤 TG150

FR-4 0.762 1/1 有卤 TG150

FR-4 0.152 1/1 有卤 TG150

FR-4 0.508 1/1 有卤 TG170

FR-4 0.356 1/1 有卤 TG170

FR-4 1.1 H/H 有卤 TG140

FR-4 1.1 1/1 有卤 TG150

FR-4 0.508 1/1 有卤 TG150

FR-4 1.5 1/1 有卤 TG140

FR-4 0.076 H/H 有卤 TG150

FR-4 0.102 1/1 有卤 TG150

FR-4 0.254 H/H 有卤 TG150

FR-4 0.711 2/2 有卤 TG150

FR-4 1.0 1/1 有卤 TG150

FR-4 0.762 H/H 有卤 TG150

FR-4 1.2 2/2 有卤 TG150

FR-4 1.5 H/H 有卤 TG140

FR-4 0.127 1/1 有卤 TG150

FR-4 0.9 H/H 有卤 TG150

FR-4 1.2 1/1 有卤 TG150

FR-4 1.6 1/1 有卤 TG150

FR-4 0.406 1/1 有卤 TG150

FR-4 0.102 H/H 有卤 TG170

FR-4 0.762 H/H 有卤 TG140

FR-4 1.5 H/H 有卤 TG150


